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RDX/CALCIUM-STEARATE BINARY SYSTEM
EXPLOSIVE SENSITIVITY CALIBRATION

By J. N. Ayres
C. W. Randall

ABSTRACT: The Small Scale Gap Test sensitivity and output of
RDX/Calcium-Stearate mixtures ranging from 0.59% to 23.75%
Calcium Stearate have been determined for 4, 8, 16, 32 and 64
KPSI consolidating pressures. By choice of pressure and
composition changes can be made with sensitivities from 3.4 to
7.8 DBg shock sensitivities. Although these mixtures can be
used to satisfy the immediate needs for explosives for the
VARICOMP measurement of weapon explosive train safety and
reliability, explosive systems should be developed wherein
composition control to obtain specific sensitivity and output
is less critical.
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RDX/CALCIUM-STEARATE BINARY SYSTEM EXPLOSIVE SENSITIVITY
CALIBRATION

The VARICOMP method of penalty testing has been developed to
permit demonstration of the high detonation-transfer safeties and
reliabilities that are needed in modern weapon system explosive
trains. A necessary adjunct of the VARICOMP method is a supply
of explosive compounds or mixtureb with sensitivities that can be
selected in relation to the particular explosive system being
studied.

The present report deals with the calibration, at the request of
and funded by NOL, Corona, of an RDX/Calcium-Stearate binary
system used for VARICOMP testing. The information is of interest
to those who will be using the specific compositions from which
the samples were taken and to those who are considering the
possibility of utilizing the VARICOMP process. From this report
can be obtained an idea of the scope of the work needed to
calibrate a VARICOMP explosive series.

R. E. ODENING
Captain, USN
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Introduction

le The VARICaaP(l)method of detonation-transfer probability assessment
is based an the use of explosives of known sensitivities and/or outputs. For
instance, if it can be shown that detonation will transfer with a known
probability into a desensitized acceptor explosive, then logically the
probability of transfer into a non-desensitized acceptor explosive under the
same concations will be higher. If the relative sensitivities of the
explosives are known, it is possible with limited testing to determine the
points of extremely high detonation transfer probabilities of a given weapon
utilizing the non-desensitized explosive.

2. Direct determination of high firing probabilities by actual firing
of weapons requires prohibitively large weapon samples. The VARIC0 method
has been used to predict, with less than 100 shots, (mostly in simulated
hardware) reliabilities in excess of 99.99% at better than 95% confidence.
A direct observation of this performance level and confidence would require

in excess of 10,000 trials.

3. The VARICW(P method requires the use of explosive charges of two or
more controllable and differing sensitivities (or outputs). For the
measurement of fuze explosive train detonation transfer probabilities a
fifteen-meber series of RDX/Calcium-Stearate mixtures has been prepared,
rani from 0.59 to 23.75% calcium stearate. The calcium stearste additive
acts both as a desensitizer and as a binder for pelletizing. In general, the
greater the calcim stearate content the less sensitive and the more
compressible the mixture.

4. It is the purpose of this report to present the experimental data

and to show the interrelationships between consolidating pressure, charge
density, cocnpoition, and sensitivity of the RDX/calcium stearate biwnry
explosive system. A close inspection of the data reveals certain minor
inconsistencies which it is believed could be remedied by redetermination of
the chemical composition of certain of the mixes. Even without these re-
determinations the calibrations permit full use of the various mixes in
VARICO4P testing.

(1) References are on page iv.

I
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Preparation of the Exploslve

5. The advisory information in Appendices A and B was furnished to the
explosives manufacturer (Holston Ordnance Works) for the preparation and
chemical analysis of the mixes. The manufacturer was limited by his avail-
able equipment to about 100 pounds of product per run. For orders greater
than 100-pounds, 100 pound sub-batches were blended. A sample was taken of
each sub-batch for chemical analysis and to permit future sensitivity testing.

6. Certain sub-batches were not analyzed. However, all samples (both
batch and sub-batch) which were received at NOL were given unique identifi-
cation numbers. Appendix C is a compilation of batch and sub-batch
identification and analytical information.

Sensitivity Testýi

T. The sensitivity of each of the fifteen main (composite) batches was
determined using the Smll Scale Gap Test.(2) Twenty bodies were loaded at
each of five consolidating pressures: 4.0, 8.0, 16.0, 32.0, and 6&,0 K psi.
Two of the bodies at each of the five pressures were fired with no attenua-
tion between the donor and acceptor. The average dent output of each pair
of zero-gap shots was reported as the output. The eighteen shots remaining
in each group were then fired, using a Bruceton sequential stair-step plan.
In some few instances, when the firing of two shots at zero gap was omitted,
all twenty pieces in the group were fired accoraing to the Bruceton plan.
In these cases there are no dent output values quoted.

Presentation of Results

8. The charge density, sensitivity, and output data are reported for
eaun of the fifteen compositions at each of the five consolidating pressures
in Appendix D. The average density and the standard deviation of an in-
dividual density reaming are reported in units of gram/cc. The average
density is also reported as percent of theoretical maxia=m density (TMD).
The TMD for each of the fifteen mixes was computea assuming a simple additive
mixture of RDX (TMD = 1.81 gram/cc) and calcium stearate (TMD = 1.0.
grams/cc) according to the reported chemical analysis. The sensitivity is
reported in units of D•g (the gap Deeibang) which is a normlizing

2
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transformation of the input dosage. It can be thought of as being propor-
tional to the relative shock strength applied to the explosive in the
acceptor.* The sensitivity parameters given are: AVG level, the level at
which 50% response would be expected; , the standard deviation of an
individual observation; and i, , the standard deviation of the AVG level.

9. In order to convey an idea of the accuracy of, and the effort
involved in, this calibration the following facts are presented:

a. Fifteen hundred Small Scale Gap Test shots were fired
plus over a hundred more shots to check the output
quality of donors and detonators.

b. Each charge holder inside diameter, and each explosive
column length were measured to about 0.05% accuracy.

c. Charge weights were obtained by weighing the bodies
before and after loading. Every determination was
based on two independent observations vhich were
not accepted unless they agreed within . milligram.
(The charge weight is in the order of 1.2 to 1.5 grams
and body weight 150 to 160 grams).

d. The standard deviation of charge weight and of density
for any twenty bodies representing a particular
combination of density and composition did not exceed
0.2% and were usually about 0.05 to 0.1%.

e# The accuracy of dent measurement is about 0.5 mils

When the shock is derived from the standard SS donor (1) through a
thickness of Lucite attenuator the DBg is computed as

Input (DBg) - 10 log. Reference Thickness
Attenuator Thickness

The reference thickness being 1.0 inch and the attenuator thickness being
reported in mils, the expression reduces to

Input - 30 - 10 log (attenuator thickness)

3
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Effect of Composition on Sensitivity and Output

10. Figures I thro 6 have been prepared to show the effect of
acoposition on the sensitivity of the explosive mixtures. With the consoli-
dating pressure held constant, the mixtures becme less sensitive with in-
creasing calcium stearate content. Furthermore, the rate of desensitization
is greatest at the lowest percentages and decreases as the additive is
increased.

U. A curious trend can be seen in the region of the 2.54, 3.34, 4.79
and 6.07% calcium stearate mixes. The sensitivities of the 4.99% mix seem
to be low casred vith the 3.34 and 6.07% mixes. It is unlikely that such
a trend could arise fron seapling error.

12. One source of this anomly could be faulty chemical analysis,
which would shift, horizontally, all five sensitivity points for a given
composition. Accordingly, two mixes were re-analyzed with the following
results:

Percent Calcium Stearate
Analysis by Vendor Re-Analysis (by NOL)

X Number Replicates Average Replicates Average

358 4.86 4.9
4.94

5.03 4.99 4.95

362 6.07 6.61
6.o7 6.57

6.04 6.52
6.11

An inspection of the sensitivity curves (Figures 1 throuh 6) shows that
replotting vith the 4.94 and 6.57% data coordinates vould permit redrawing
the curves in a wy which wvold give samemhat better agreement with the
observed data.

14
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13. If there were a gross error in the composition of either of these
two mixes (or for any of them, for that matter) it was reasoned that this
would give rise to a discrepancy in the output of the explosive as observed
or. the SSOT witness block with no attenuation between the donor and the
acceptor. To check this concept the following scheme was used:

a. It has been found (references 1 and 2) for a fixed
geometry of highily confined explosive such as in
the SSW0, that the steel dent output reading is
linearly related to the detonation velocity and the
detonation velocity is in turn linear with the density.
Since the acceptor column length and volume are the same
for all tests, it seems reasonable to assume that the
dent should be proportional to the amount of RDX in the

acceptor.

b. The amount of RDX can be computed as the product of
the volume of the acceptor, the charge density, and
the proportional RDX content.

c. Since the volume is constant the variable factor
will be the product of the density and the proportional
RDX content, in equation form

P RDX) - where P in the partial density of RDX

100

and p is the charge density.

d. The output was plotted against the partial density
of RDX (Figure 7). A straight line fit of these
data was made using the least squares technique.

This procedure yielded an equation relating the dent and the partial density
of RDX (and thus the density and composition of the mix).

D = 33.76 P + 9.29

where D is the dent in mils.

14. The usual statistical procedures were used to test how well the

data were described by the above equation. The tests were used for all of
the data points and also for each of the data groups for the fifteen mixtures.
In all cases a high degree of correlation was found, with the least
satisfactory fit being for the 0.59% calcium stearate mix. In particular it

5
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should be noted that the 4.99 and 6.0o% calcium stearate mix data points
straddle the line. If the calcium stearate content of these mixes were
assirmd to be off by about * from the stated values (as high as 7.0 and 8.0
respectively or as low as 3.0 and 4.0), the plotted dent values would then no

Slonger be found to straddle the regression line. This is certainly no sub-
stitute for an accurate chemical analysis to determine a chemical composition.
It is however a check on the consistency of the observed behavior.

l5. It does not seem that the irregularities in the sensitivity
composition curves can be explained as being due solely to errors in
estimation of composition. Further experimental work would be required to
attempt to improve the curves. However, there are no iziediate plans to
pursue this effort. The explosives can be used satisfactorily for VAREIOMP
testing with the existing information. Perhaps so~mvhat less precision and
sophistication can be obtained than might otherwise have been possible with
smooth coeposition-sensitivity functions.

Effect of Consolidatina Pressure on Sensitivity

16. The more generally useful relationships are those which show, for
specific compositions, the effect of consolidating pressure or density upon
sensitivity. These have been presented graphically in Figures D-1 through
D-15 of Appendix D. Each datum point has a vertical line drawn through It,
the length of which represents the expected error limits of the location of
the fifty-percent firing level.

17. The minim, which are seen in the majority of the sensitivity-
versus consolidating-pressure curves at about 8K psi, are not new phenomena.
They represent the resultant of two competing mechanisms.

a. In general explosives become less sensitive to shock
with increasing density and would therefore be ex-
pected to increase in sensitivity at the lower
consolidating pressures.

b. As the explosive becomes less dense and the RDX
particles in less intimate contact it is necessary
that the detonation be stronger in order to bridge
the increasing gap between particles.

18. A deeper insight into the system can be obtained by studying such
things as the relationships between consolidating pressure, charge
composition, and density (Figure 8), and also the rather novel graphic
presentations of Figures 9 and 10. Calcium stearate acts as a diluent, a
lubricant, and a binder. The dilution gives rise to the two effects already
discussed--desensitization and reduction of output. The lubricating effect

6
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can be seen in Figure 8. For loading pressues of 4 or 8K psi the higer
the proportion of calcium stearate the nearer to the theoretical mmim
density (TMD) are the charge densities. At the higher consolidating
pressures it can be seen that the relative densities are mxilmized at inter-
mediate calcium stearate proportions rather than at the higher levels. This
also arises from the lubricating effect of the calcium stearate as evidenced
by the greater spring-back which occurred. Spring-back is the term used to
describe the expansion which is usually observed with pressed charges after
the consolidating pressure is removed. The spring-back effect is limited in
part by the friction between the acceptor walls and the explosive in contact
with the walls. At the higher pressures the spring-back forces are large
enough to overcome) at least partially, the wall friction forces.

Iso-SensitivLty Presentation

19. Figures 9 and 10 have been prepared in a manner analogous to the
drawing of isobars and isotherm on weather maps. In Figure 9, the vertical
coordinate is the consolidating pressure and the horizontal is the compouition
(plotted logarithmically) since these are the controllable variables. Smooth
curves have then been drawn which represent the estimted loci for all the
possible combinations of compositions and pressures which would be expected
to have the indicated sensitivity. For the portions of the isosensitivity
curves which are oriented more or less vertica.llty the consolidating pressure
has little effect on the sensitivity. Similarly when they are oriented more
or less horizontally, then the dilution of the RDX by calcium stearate has
relatively little effect on sensitivity.

20. For Figure 10 the vertical coordinate is the charge density rather
than the consolidating pressure. Here, loci have been drawn for the 4, 8,
16, 32, and 63K psi consolidating pressures as well as for the isosensitivity
points. In this presentation it can be seen that there are portions of the
diagram where the lsosensitivity curves are such closer together than else-
where. In such portions, a relatively small error in composition or shift in
density can bring about a considerable alteration In sensitivity. Since
nearly any desired sensitivity can be achieved by a mnmber of different
combinations of the variable paramters, it seem sensible to select the
composition and pressure so that the error in sensitivity will be minimized.
Such a place would be where the isosensitivity lines are moat widely separated.

Rpcomrnpndaitions

21. This series of EDX/calcium-stearste mixtures Is being used in the
asesseunt of detonator-to-lead and lead-to-booster detonation transfer
probabilities of a namer of weapon explosive trains using the VARICCW
experimntal approach. An ideal calibration of a VlIOOP explosive series
would Involve & samoothing of sensitivity data on the basis of chemical

7
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composition to conpensate for the variability Introduced by the sampling
error that is Inevitable vwih the =3 saple size (18 or 20 sho•sper test)
in the O0AO-O0 testing. In the present instance such smoothing would not be
justitied without further analytical and experimental. Invesingations
Consequently, as a practical method of utilizing the explosives and their
calibration data at the present state of knowledge, the folloving procedures
are suggested for use.

a. Accept the reported values of sensitivity at each
of the consolldating pressures as they are given
In Appendix D*

be To fabricate charges of a desired sensitivity
select a caination of casosition and pressure
for vhich the least shift In sensitivity might
arise due to an unfortunate cheice. For instan e,
choose a combination for which the pressure is
closest to a calibration pressure. Or choose a
combination *here there is a minimum change In
sensitivity between the calibration pressure
lying on each side of the chosen pressure.

c. If the explosive transfer system being tested
shows an indication of being mrginal so that a
mall error in the calibration might have serious
consequences, verify the sensitivity of the
combination by an SSM calibration.

d. Assume that, for any other configuration than the
SSC1 acceptor, the various caeosit ion-pressure-
sensitivity relations hold in the same relative

22. 2he Imdiately proceeding statmet ins made to eahasise the fact
that the sensitivity of an ezxlosive charge is strongly affected by its
configuration. For Instance, had the explosives been loaded Into alumina
or plastic charge holders Instead of brass the explosives would have shown
a decreased sensitivity. Desensitization would also have been observed had
the acceptor charge diameter been much smaller or such larger than the donor
dlameter.

Conclusions

23. Mechanically, the RPM/calcium-stearate system is less than ideal.
When pressed into cups or cylindrical cavities it handles well except at
high densities and pressures where excessive spring-back is encountered. The

8
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spring-back can be controlled to some degree by using a dwell time of five
or ten seconds on each increment, with the increment length being no greater
than the charge diameter. Free pellets of the explosives, such as 1/2-inch
diameter by 1/2-inch long, are fragile at best. At the hM er concentrations
of calcium stearate the pellet is apt to break up into a series of discs.
At the very low concentrations the pellet vill simply crumble into a heap of
lumpy powder. However, by proper choice of couposition and pressure it is
possible to make pellets throhAout the greater region of the sensitivity
spectrum covered in the calibration testing.

24. With all of the aforementioned limitations this system of explosive
mixtures is proving out in the VARICO(P method of assessing detonation
transfer probabilities, as a powerful experimental tool.

25. Same binary vaixtures in which both components are high explosives

should be a considerable Improvement over the RDX/calcluma stearate mixtures.
These explosives should be chosen, so that In the puAre form one wol be
casairatively sensitive and the other insensitive* On the assumption that
the sensitivity of a mixture wol be predictable from the ratio of their

relative quantities, it would be expected that an error in composition would
have less of an effect on the sensitivity than is now the case for the RDX/
calcium stearate system. With both coonents active there should be much
less degradation of performance at the insensitive end, inking it much
easier to establish a criterion of fire. It should also be possible to
select the explosives with some consideration of density, melting point, and
other physical properties so that a better physical mixture could be obtained.

9
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APPENDIX A

PROCEDJBE FGO PREPARING A 100-POJUD
BKTCH OF DESMSIIZED RDX

A.1 Let X be the numerical value of the desired percentage of RDX
in the final product.

A.2 Prepare an RDX-water slurry by adding X pounds of RDX (JAN-R-398
Type B, Class A) to lOX pounds of distilled water at 70 to 800 Centigrade.

Ae Prepare a sodium stearate solution by dissolving (100-X) pounds of
sodium stearate (Technical Grade) in (1300-13X) pounds of distilled water at
70-80* Centigrade.

A._4 Prepare a calcium chloride solution by dissolving (75-0.75X)
pounds of calcium chloride (0-C-104, Class 1) in (1500-15X) pounds of
distilled water at 70-80* Centigrade.

A.5 Add the sodium stearate solution to the RDX slurry •ith rapid
stirring.

A•.6 With rapid stirring, add the calcium chloride to the RDX-sodlum
stearate mixture (addition should take fron 15 to 30 minutes).

A Filter and wmsh with distilled water until the effluent wash water
is free of chloride ion. This can be detected by testing the wash water with
a silver nitrate solution.

&B Dry the filtered and washed product at 70* Centigrade on trays
over steam coils.

A-1
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APPENDIX B

ANALITXC PROMEIM FOR RDX/CAcIrI( MUTAR 141

B. 1 Procedure

Be 1. 1 Sample size should be set to yield approximately 0.3 gam
of calcium stearate after the extraction of the RDX. From the
standpoint of safety an upper limit of 3- to 5- gram sample size is
recommended.

B. 1,2 Standard dry powder sampling and sample blending procedures
should be employed.

B. 1. 3 Medium porosity sintered glass crucible should be thoroughly
washed, soaked in boiling acetone, dried and tared.

B. 1. 4 Sample should be weighed in the tared sintered glass crucible.

B The weight loss by volatiles should be determined by weighing
the sample mad crucible after vacuum drying for one hour at 70O
Centigrade sad 50-mil"meers Hg absolute pressure.

B. 1. 6 The RDX should be extracted by 8 vashings of 20 milliliters
each of boiling acetone. During each mashing the sample should be
triturated continuously with a tared glass stirring rod, in order to
break all lumps.

B. ls 7 The calcium stearate residue, crucible, and stirring rod
should be vacuum dried for one hour at 70* Centigrade and 50-milli-
meters Hg. absolute pressure.

B. 1. 8 The residue and glassware should be weighed after being
allowed to cool for 30 minutes in a desiccator. The weight loss
from the acetone extraction is taken as the amount of RDX and the
velght of the residue as calcium stearate.

B-1
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2 PrecautioUarM Notes

B. 2.-! Particularly above about 8 percent of €alcim stearte the
analysis become rather difficult and subject to gross error due to
poor analytic technique. The error seems to be due to incomplete RDX
extraction %iAch apparently Is due to the tendency of the calcium
stearate to form a protective costing on the surface of the RDX
particles. The obvious approach of increasing the saat of ishimg
vith hot acetone is not considered advisable because of the Increased
chance of loss of calciim sutearte.

B. 2. 2 Particularly uhen there seems to be an unacceptably high
volatile content, (above 0.2 percent should be viewed with suspicion)
there my have not been adequate mashing of the mix during its

manufacture. In such cases the presence of calcium chloride should
be suspected since such a material would lead to hygroscopicity of
the mix.

B. 2. 3 At the present time a specific procedure has not been
developed for the quantitative determination of the chloride ion. A
number of approaches seem promising. Perhaps the beat one Is to
perform a replicate analysis as above except for the inclusion of an
extra step between steps B. 1. 5 and B. 1. 6 vhich would include a
vater rash followed by a vacuum drying and reweihing of the residue
and a quantitative precipitation of chloride ion from the filtrate.

B-2
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APPENDIX C

Percent
Calcium Stearate
Manufacturer's
Ana••t±c Data

Nuufacturer's OL Observed SSCM Data
de,,tiMfSIc m X lNmber Average Elror Locatim

1 348 0.59 0.05 D.-1

2 349 0.83 0.15 D-2

3 350 1.65 0.06 D-3

4 351 ----....

5 352 ----

4.ed 1. 5 353 2.54 0.03 D-4

BBnd 6. 7 354 3.34 0.14 D-5

8 355 4.73

9 356 ----...

10 357 4.56 ----

Blend 8. 9. 10 358 4.99 0.28 D-6

.I 359 7.03 ----...

12 360 5.91

13 361 7.08 ---- ---

BlUnd 11. I2L 13 362 6.07 0.09 D-7

14 363 10-43 .......

C-1
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AP1ZNDZX C (cawtimied)

Percent
Calcium Stearate
Manufacturer' s

Ma cturer' s N0L Observed SSWa 1ta
Idety1fication I Number Average Error Locatigg

15 364 9.69 ....

16 365 lo.02 ----

Blend 14. 15, 16 366 9.16 0o24 D-.8

17 367 12.05

i8 368 11.90 ..

19 369 1..45

Blend 17, 18, 19 370 11.05 0.45 D-9

20 371 12.86 .......

21 372 13.95

30 373 13.96 ....

Blend 20. 21. 30 3714 12.79 o.44 D-10

22 375 15.05 .----..

23 376 14.84 ----...

31 377 15.94

Blend 22.23.31 378 1. ,16 0.11 D-L1

C-,t1NCIAB5WFD
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APPENDIX C (Continued)

Percent

Calcium Stearate

YEsmfaeturer' s
Amlytic A•ta

Manufacturer' s NOL Observed SBOI Datea
Idegif cation s X &uer Averaze Erro Location

24 379 17.50

25 380 17.65

BLnd 24,. 2S 381 16.55 0.91 D-12

26 382 20.7,-

27 383 19.79

Blend 26, zT 3& ,8 ,1z.0 o.,2 __D.-13

28 385 -21.149 00J47 D-114

29 386 23.75 0.97 D-15

C-3
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APPENDIX D

COMPOSITION:

o.83% CALCIUM STEARATE

SPECIFIEDI.O; DELIVERED 0. 8 3J

LOAD NG DENSITY % TMD SHOC-KSTRENGTHOUT PUT
PRESSURE (GRAMS/CC) DENT

(KPSI) AVG A ___AVG A A M (MILS)

4 11.1442 10.0022 80.277 3.148410.0514 o.018 * 60.6
a 1.5134 0.00o41 84.124 3.565 0.0562 0.022 64.7

16 1.5976 0.0026 88.804 3.991 0.056 0.018 * 62.8

32 I.7o06 0.005o 94.530 4.846 o.086 0.031 67.3
64 1.7673 0.0054 97.682 6.432 0.142 o.o47 68.6

* A M ESTIMATED

4 8 16 32 64
8.0 -...

70

•-6.0-

4.0 -

4 .0 - - --

3.0( 10 15 20 30 40 5060 70

LOADING PRESSURE (KPSI)

FIG.D-2 LOADING AND FIRING DATA FOR ROX CALCIUM STEARATE
MIX X-NO.349.
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APPENDIX D

COMPOSITION:

1.65% CALCIUM STEARATE

SPECIFIED2.01 DELIVERED 1.65;

" UAIG DENSITY * TMD SHOCK STRENGTH. DBG OUTPUT
PESSURE (GRAM/C V M (IS(KPSII AVG A A M (MILS).

4 1.40•95 0.0089 81.06 3.896 0.052 0.017 5

8 1.533 0.0099 85.7'3 3.9614 0.135 o.0146 62.p

16 1.6213 o.0093 90.670 4.479 0.1a.3 0.049 62.2

32 1.7o75 0.0053 95.149 5.469 0.045 0.015 63.1

84 1.7602 0.0039 98.44d 6.531 0.092 0.03r 657

* A M ESTIMATED

8.0 4 8 16 32 64

7.0 -I- 1--16. - _

w 0

4.0

3.0 -- 10 15 20 30 40 5060 70

LOADING PRESSURE (KPS.l

FIG. 0-3 LOADING AND FIRING DATA FOR RDX CALCIUM STEARATE
MIX X--NOo 350.
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APPENDIX 0

COMPOSITION:

2.5114% CALCIUM STEARATE

SPECIFIED 2.8J DELIVERED 2.51

LOADING DENSITY % TMD SHOCK STRENGTH,DBG OUTPUT
PRESSURE (GRAMS/CC) DENT

(KPSI) AVG k AVG A A M (MILS)

4 1.~4682 o).oo79 82.622 '4.4I62 C.089 0.032 58.8
1 1.5400 0.0087 86.W2 4.389 0.094 0.033 62.1

16 1.6386 040105 92.2111 4..541- 0.7M 0.029 61.6

32 T.713 1.0054 96.24& 5.757 0.57 10.019 * 63.1

64 1. 7521 010C116 98.59 6.639 0.094 0.033 67.7
*6 M ESTIMATED

.4 8 16 32 64

i-6.07.0O

5.0 + /
4 .0-

&0

4.0--. _

3.0 5 10 15 20 30 40 50 60 70
LOADING PRESSURE lKPSI)

FIG. D-4 LOADING AND FIRING DATA FOR RDX CALCIUM STEARATE
MIX X-NO, 353.
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APPENDIX D

COMPOSITION:

3.34% CALCIUM STEARATE

SPECIFIED 4.0; DELIVERED 3.34;

LOADING DENSITY % TMD SHOCK STRENGTH,DBG OUTPUT
PRESSURE (GRAMS/CC) DENT

(KPSI) AVG A AVG A AM (MILS)
4 1.4815 0.0045 83.842 4.540 0.012 0.042 58.3
8 1.5617 0.0106 88.381 4.551 0.s73 0.02T7 59.2

16 1.6528 O.0C38 93.537 4.940 0.056 0.023 62.5

32 1.7160 0.0020 97.113 5.951 0.027 0.009* 64.8

64 1.7423 0.0034 98.602 6.810 0.056 0.022 63.T7I
*AM ESTIMATED

4 8 16 32 64

7.0-
0

S6 -0

~- 6.
5.0

w

4.0

3. L

0. 5 10 I5 20 30 40 5060 70
LOADING PRESSURE (KPSI)

FIG. D-5 LOADING AND FIRING DATA FOR RDX CALCIUM STEARATE

MIX X-NO.354.
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APPENDIX D
I

COMPOSITION:

41.99% CALCIUM STEARATE

SPECIFIED 5.6, DELIVERED 4.99;

LOADING DENSITY %. TMD SHOCK STRENGTH,DBG OUTPUT
PRESSURE (GRAMS/CC) DENT(KPSI) AVG A AVG A •M (MILS)

4 1.4873 0.0076 85.232 4.580 0.073 0.027 57.0

8 1.5657 0.0052 89.724 4.645 o.142 0.046 60.4
16 1.6,15 0.0028 94.641 5.104 0.05P 0.0170 59.7

32 11.7008 0.0017 97.467 6.078 0.076 0.029 50.2

64 1,7274 0.0054 98.991 6.985 0.252 0.081 64.0
* A M ESTIMATED

.4 16 32 64

I-6.0-

S5.0 - _____

40

3.o

4.0 - _ _ _ _ __

,0 5 10 15 20 30 40 5060 70
LOADING PRESSURE (KPSI)

FIGD-6 LOADING AND FIRING DATA FOR RDX CALCIUM STEARATE
MIX X-NO.358.
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APPENDIX D

COMPOSITION:

6.07% CALCIUM ST"EARATE

SPECIFIED 8.0; DELIVERED 6.0,;

LOADING DENSITY % TMD SHOCK STRENGTH,DBG OUTPUT
PRESSURE (GRAMS/CC) DENT

(KPSI0 AVG . AVG A A M (MILS)

4 1.5018 0o.-1T6 86.655 5.363 0.326 0.105 56,8
8 1.56 0.o078. 90.450 5a148 0. 1 .e' .4

16 1164,89 1.0O043 95.-11 5.719 0.0415 0.015 62.4

32 1.6813 0.6023 9T.241 6.4e20 0.013 0.02m 6o0.4

64 1,7012 150.03T 98.16ý T.221 0.169 *.o5• 61.3
* A M ESTIMATED

8.0 4 8 16 32 64

7.u
7.0-

5.0

4.

5.00' 5 10 15 20 30 40 5060 70
LOADING PRESSURE tKPSI)

FIG.D-7 LOADING AND FIRING DATA FOR ROX CALCIUM STEARATE
MIX X-NO.362.
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|
[ APPENDIX.- D

COMPOSITION:
9.16% CALCIUM STEARATE

SPECIFIED 12.ojDELIVERED 9.16;

LAIN DENSITY YF'TIM SHOCK STRENGTHtDBG OUTPUTF
PRESSURE (GRAMS/CC) DENT
(KPSI) AVG A AVG A AM (MILS)

4 1.5o29 o.o0o4 88.719 5.851 0.o94 0.035 52.8
8 1.5638 0.0025 92.314 5.729 0.052 0.017 5.9

16 1.62514 0.0061 95.95C 6.141 0.117 0o039 59.6

32 1.5393 0.059 -96.770 6.795 0.131 0.044 591
64 1.6497 .00023 97.384 7.243 0.057 0.019 *58.6

*6 M ESTIMATED
.04 e 16 32 64

8.0 4

4.0-

.3.0j
5 10 15 20 30 40 506070

LOADING PRESSURE (KPSI)

FIG.D-8 LOADING AND FIRING DATA FOR RDX CALCIUM STEARATE
MIX X-NO.366.
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APPENDIX D

COMPOSITION:

11.05% CALCIUM STEARATE

SPECIFIED 1,4.OjDELIVERED 11.S51

LOADING Y % TM SUOCK STRENGTH, DBG OUTPUT

PRESSURE (GRAMS/CC) DENT

4 1.5011 0.0057 89.729 6.080 6.3 0.0 52.6

(KPSI)~ AV -- AV-02T (MLS

8 1.5611 0.0027 93.31 6.016 0±!.e 8.018 56.o

16 1.6008 0.0015 95.680 6.297 0.029 0.009 55.1

32 1.6176 0.0018 96.688 6.851 0.160 0.035 57.2

64 1.6251 0.0028 97.13ý 7.396 0.052 0.017 55.2
* A M ESTIMATED

4 $ is 32 64
8.0

7.0 /

6.o -i--

SS.O

4.0

3.0
O 5 10 15 20 30 40 506O70

LOADING PRESSURE CKPSI)

FIG. D-9 LOADING AND FIRING DATA FOR RDX CALCIUM STEARATE
MIX X-NO,370.
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APPENDIX D

COMPOSITION:

12.7T9 CALCIUM STEARATE L

SPECIFIED16.0o DELIVERED 12.79;

LOADING DENSITY %TM SOCK STRENGTH,OBG OUTPUT
PRESSURE (GRAMS/CC) DENT
tKPSI) AVG A AVG A AM (MILS)

4 1.4875 0.o069 89.ý67 6.28510.0b42 O0oo14* 5

8 1.5459 0.0036 93.520 6.173 0.116 0.019 53.3

16 1.5866 0.5025 95.983 6.604 0.095 0.033 52.4

32 1,6012 0.0913 96.866 7.0071 ,05- 0.019 56.2

64 1.6089 0.0023 9T,332 T.55110-ST3 .027 54.7
*A M ESTIMATED

S.C 4 8 16 32 64

86.0

z
7.0-

5.0

4.0

3. 0 - 5  10 15 20 30 40 5060 70

LOADING PRESSURE (KPSI)

FIG.D-IO LOADING AND FIRING DATA FOR RDX CALCIUM STEARATE
MIX X-NO.374.
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APPENDIX D

COMPOSITION:

14.165% CALCIUM STEARATE

SPECIFIED 18.4; DELIVERED 141.16;

LOADING DENSITY % TMC SHOCK STRENGTH,DBG OUTPUTPRESSURE (GRAMS/CC) DENT(KPSI) AVG A AVG A A M (MILS)
4 1.14873 0.0041 90.744 6.4135 0.056 0.0*22 52.6
a 1.5405 0.0023 93.990 6.375 0.057 0.019 55.2

16 1.5784 0.0021 96.3or 6.719 e0.945 *.o181 52.8
32 1.5828 o.o034 96.572 7.174 0.027 0.0e9 514.7
64 1.5887 0.0029 96.93 7.59 0.108 0.036 5 50.3

* M ESTIMATED
804 a 16 32 64

7.0

6.0

w
CC

,-, 5.0

4.0(-

3. - I Ii0 5 10 15 20 30 40 506070
LOADING PRESSURE (KPSI)

FIG.D-II LOADING AND FIRING DATA FOR RDX CALCIUM STEARATE
MIX X-NO.378.
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APPENDIX D

COMPOSITION:

16.5% CALCIUM STEARATE

SPECIFIED 20.8J DELIVERED 16.53;

LOADING DENSITY % TMD SHOCK STRENGTH,DBG OUTPUT
PRESSURE (GRAMS/CC) DENT

(KPSI) AVG A AVG 16 AM (MILS)

4 1.4738 0.0011 91.42d 6.7-60.00 .5
8 1.524 0.02 94g.571 6.646 0.052 0.017 2±49.7

16 1.5536 6.0013 96.37" 6.993 0.057 0.019 * 51.2

32 1.559T 0.oo01 9d.T5 7.368 0.057 0.019 4,8.1

64 1.5662 0.0026 97.154 7.729o0.052 0.017 * 49.7

*6 M ESTIMATED

4 8.0, 16 32 64

7.0 -

i 6.0

-w

5.0
v

0z

3n40 -I 1 '

00 5 10 15 20 30 40 5060 70
LOADING PRESSURE (KPSI)

FIG.D-12 LOADING AND FIRING DATA FOR RDX CALCIUM STEARATE
MIX X-NO. 341.
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APPENDIX 0

COMPOSITION:

18.T0% CALCIUM STEARATE

SPECIFIED 23.3; DELIVERED 18.70,

LOADING DENSITY % TMD SHOCK STRENGTH,DBG OUTPUT
PRESSURE (GRAMS/CC) DENT

(KPSI) AVG A AVG A A M (MILS)

4 1.4544 0.0042 91.529 7.126 o.io4 0.037 _A7 1
8 1.4988 0.0035 94.323 6.894 o.172 0.057 48.9

16 1.5207 0.0020 95.701 7.212 0.089 0.032 I49.132 1.5315 0.0023 96.381 7.535 10.085 0.030 50.2

64 1.5308 0.0038 96.33 7.8181o.142 o.o47 50.7

.04 8 16 32 64

7.0 . .. ________ 1
7. 0

- 6.0

w_ _ I ;

i-m5.0 4

o .0 1  1j
01 20 30 40506070

LAIGPRESSURE (KPSI)

FIG.D-13 LOADING AND FIRING DATA FOR ROX CALCIUM STEARATE
MIX X-NO.384.

4-13



NOLTR 63- 91

I[

APPENDIX DI
COMPOSITION:

21.49% CALCIUM STEARATE

SPECIFIEO2 6 .O; DELIVERED 21.,49J

LOA DENSITY 1% TMD SHOCK STRENGTH,DBG OUTPUT
PRESSURE (GRAMS/CC) DENT

(KPSI) AVG A AVG A hM (MILS)

4 1.4494 o.oo28 92.850 7.,05 0.038 0.020 47.5

8 1.4865 0.0026 95.227 7.048 0.116 0.039 47.3

16 1.5057 0.0024 96.457 7.236 0.09; 0.033 49.2

52 1.5097 0.0020 96.713 7.660 0.086 0.028 * 48.7

64 1.5150 0.0029 97.053 7.798 0.070 0.026 5o.o

* A M ESTIMATED

4 816 32 64

7.0

.- 6.0

I-._
"'5.0

4.0

3.0 ____ __.i
0 5 I0 15 20 30 40 5060 70

LOADING PRESSURE (KPSI)

FIG.D-14 LOADING AND FIRING DATA FOR RDX CALCIUM STEARATE
MIX X- NO. 385.
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APPENDIX D

COMPOSITION:

23.75% CALCIUM STEARATE

SPECIFIED 28.0;DELIVERED 23-T55;

LOADING DESTY .TMD SHOC STEGH G OUTPUT

PRESSURE (GASCC) AVDENTM MIS
(KPSI) AVG IsV A A (IS

4 1.14388 0.#029 92.969 7.1734 0.42T 00 *~e 14T5

8 1.14662 6.6#20 95.269 T.132 0.051 0.019 * 45.T

16 1.'48142 0.80646 96.~43 T.286 0.129 0.0143 144.7

32 1.4+878 o.*0224 96.6T3 7.632 0.65T 0.019 * 48.2

64 1.2492T m.§26 96.99 T7.882 0.65T 0.019*379

* A M ESTIMATED

8.0 4 8 I6 32 64

7.0

6.

5.

4- .0

D--
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